AMEC00295

Mount Poliey Mining Corporation OFFICE: Prince George, BC
P.O. Box 12 PROJECT: VMOO560A.B.3
Likely, BC DATE: 27-Aug-12
VOL 2NO
PROJECT NAME: Mt. Polley
TEST No: TH12-04 SAMPLED BY: D. Ostritchenko
DATE SAMPLED: 15-Aug-12 SOURCE: TH12-04
DATE TESTED: 24-Aug-12 DEPTH: 2.2m
— — L
SUMMARY
100.0 f Eakia Grain size | Passing |
{mm) (%)
90.0 » 75.0 100.0
T 50.0 100.0
. - 37.5 97.5
80.0 - 7 5.0 95.7
A 19.0 931
70.0 12.5 90.3
9.5 80.2
] 4.75 86.0
z 600 2.00 82.1
@ 0.850 758
= 50,0 0.425 9.9
= 0.250 63.4
] 0.150 56.1
2 40.0 0.075 46.1
u 0.0476 35.0
0.0337 31.1
300 0.0213 26.5
0.0151 23.3
20.0 0.0123 20.7
;" 0.0087 175
e 0.0061 14.9
10.0 B 0.0044 11.7
, 0.0030 | 104
0.0 0.0013 7.1
0.001 0.010 0.100 1.000 10.000 100.000
GRAIN SIZE IN MILLIMETERS
REMARKS: D= N/A | GRAVEL 14.03%
D3o = N/A SAND 39.83%
Dev = N/A SILT 37.64%
Cu= N/A CLAY 8.50%
Ce= N/A

TECHNICIAN: ,{}/ m:c}l@&QL

~Reporling of thess 1ost resulls constiuTes @ tesing service only.
Engineering intarpretation or evaluation of the test resulls Is provided only on waitten request.

Page 1 of 3 AMECO011524


jpotvin
Text Box
AMEC00295


GRAIN SIZE DISTRIBUTION .

Mount Polley Mining Corporation

OFFICE: Prince George, BC

P.C.Box 12 PROJECT: VMOO560A.B.3
Likely, BC DATE: 27-Aug-12
VOL 2NO
- PROJECT NAME: Mt. Polley
TEST No: TH12-05 SAMPLED BY: D. Ostritchenko
DATE SAMPLED: 15-Aug-12 SOURCE: TH12-05
DATE TESTED: 24-Aug-12 DEPTH: 0.7m
SUMMARY
100.0 Ealii Grain size | Passing
{mm) (%)
90.0 75.0 100.0
50.0 100.0
. 37.5 93.1
80.0 /.__._-F" 35.0 88.0
19.0 84.8
70.0 LA anl 12.5 81.3
9.5 80.3
O w0 4.75 78.6
£ OU. 2.00 76.7
3 ,/ 0.850 72.6
o 50.0 0.425 67.9
E 0.250 63.3
i 0.150 58.4
@ 40.0 0.075 51.0
u 0.0476 41.7
30.0 ’u, 0.0337_| 387
g 0.0213 35.6
0.0151 33.1
20.0 4!/ 0.0123 31.5
0.0087 20.5
0.0061 26.4
10.0 0.0039 23.4
0.0030 21.4
0.0 0.0013 17.3
0.001 0.010 0.100 1.000 10.000 100.000
' GRAIN SIZE IN MILLIMETERS
REMARKS: D1~ N/A_ | GRAVEL 21.42%
Dao= N/A SAND 27.54%
Dso = N/A SILT 32.01%
Cu= N/A CLAY 19.02%
Ce= N/A
TECHNICTAN: (,(y mﬁaﬂa’ﬂ@L
Terorng oFTiese st results GonSiies 3 Tostng 5arvice oy,
Engineering interpretatlon or evaluation of the test results is provided only on written request.
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GRAIN SIZE DISTRIBUTION .
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Mount Polley Mining Corporation OFFICE: Prince George, BC
P.O.Box 12 PROJECT: VMOO560A.B.3
Likely, BC DATE: 27-Aug-12
VOL 2NO
PROJECT NAME: Mt Polley
TEST No: TH12-08 SAMPLED BY: D Ostritchenko
DATE SAMPLED: 15-Aug-12 SOURCE: TH12-08
DATE TESTED: 24-Aug-12 DEPTH: 0.5m
SUMMARY
100.0 T - ""'""H'."T.".'. Grain size| Passing
{mm) (%)
90.0 / 75.0 100.0
// 50.0 100.0
31.5 100.0
80.0 5.0 100.0
18.0 100.0
70.0 12.5 100.0
9.5 100.0
® 4.76 99.9
% 60.0 2.00 99.8
B ’ 0.850 99.5
& 500 0.425 5g.3
E 0.250 99.1
w 0.150 98.8
g 400 0.075 98.0
E 0.0213 78.3
0.0151 71.6
30.0 0.0123 66.4
0.0087 56.7
20.0 0.0063 49.2
0.0042 40.3
0.0030 34.3
10.0 0.0013 25.4
0.0
0.001 0.010 0.100 1.000 10.000 100.000
GRAIN SIZE IN MILLIMETERS
REMARKS: N/A_ | GRAVEL 0.15%
N/A SAND 1.85%
N/A SILT 68.85%
N/A CLAY 29.15%
N/A
TECHNICIAN: u{f 40 choreed
Reporting of these test results constltutes a testing service anly.
Engineering interpretation or evaluation of the test results is provided only on written requaest.
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